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Actual measurement along with fitted curve
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Stress-relaxation curve with identified parameters
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#-8 Stress-relaxation analysis (relax_t8.in)
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#-8 Harmonic vibration analysis (freq_t8.in)
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Analysis model

108 Hz hysteresis curve




